
Standard No. Replaced by Site #1 Site #4 Site #3 Site # 3 Comments

AN229 NASM229 DENY CLARIFY CLARIFY Deny
AN256 NASM256,Rev 1 DENY ACCEPT CLARIFY Deny
AN386 NASM386 DENY ACCEPT DENY Deny
AN525 NASM525 DENY CLARIFY CLARIFY Deny
AN565 NASM565 DENY CLARIFY CLARIFY Deny
AN737 NAS1924,Rev 1 DENY CLARIFY CLARIFY Deny

AN970 NASM970 CLARIFY ACCEPT ACCEPT Not for aircraft use-look at replacing AN970 with 
a suitable washer

MS14144 NASM14144 ACCEPT ACCEPT ACCEPT ACCEPT
MS14145 NASM14145 ACCEPT ACCEPT ACCEPT ACCEPT

MS14183 NASM14183 CLARIFY ACCEPT CLARIFY
To Discuss-The weight has no significant bearing 

on selecting this piece.NASC will eventually 
change  the spec and show the correct weight.

MS15795 NASM15795 ACCEPT ACCEPT ACCEPT ACCEPT
MS16562 NASM156562 ACCEPT ACCEPT ACCEPT ACCEPT
MS17984 NASM17984 ACCEPT ACCEPT ACCEPT ACCEPT
MS17985 NASM17985 ACCEPT ACCEPT ACCEPT ACCEPT
MS17986 NASM17986 ACCEPT ACCEPT ACCEPT ACCEPT
MS17987 NASM17987 ACCEPT ACCEPT ACCEPT ACCEPT
MS17988 NASM17988 ACCEPT ACCEPT ACCEPT ACCEPT
MS17989 NASM17989 ACCEPT ACCEPT ACCEPT ACCEPT
MS17990 NASM17990 ACCEPT ACCEPT ACCEPT ACCEPT
MS20002 NASM20002 CLARIFY CLARIFY ACCEPT To discuss with GSC group
MS20068 NASM20068 ACCEPT CLARIFY ACCEPT Accept
MS20230 NASM20230 ACCEPT ACCEPT ACCEPT ACCEPT
MS20392 NASM20392 ACCEPT ACCEPT ACCEPT ACCEPT
MS20426 NASM20426 ACCEPT CLARIFY CLARIFY deny
MS20427 NASM20427 ACCEPT CLARIFY CLARIFY deny
MS20470 NASM20470 ACCEPT ACCEPT ACCEPT ACCEPT
MS20600 NASM20600 ACCEPT ACCEPT ACCEPT ACCEPT
MS20604 NASM20604 ACCEPT ACCEPT ACCEPT ACCEPT
MS20605 NASM20605 DENY CLARIFY CLARIFY Deny
MS20613 NASM20613 ACCEPT ACCEPT ACCEPT ACCEPT
MS20615 NASM20615 CLARIFY CLARIFY CLARIFY Deny
MS20995 NASM 20995 ACCEPT ACCEPT ACCEPT ACCEPT
MS21042 NASM 21042 ACCEPT ACCEPT ACCEPT ACCEPT
MS21043 NASM 21043 rev1 CLARIFY CLARIFY CLARIFY Deny
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MS21047 NASM 21047 CLARIFY ACCEPT
CLARIFY

Deny  
Acc to M & P, FE-PL43s is the same as 

AISI4125. Which is very similar to AISI4130 
MS21048 NASM 21048 ACCEPT ACCEPT ACCEPT ACCEPT

MS21049 NASM 21049 CLARIFY ACCEPT

CLARIFY

to discuss. QPL vs Procurement Specification. 
Acc to M & P, FE-PL43s is the same as 

AISI4125. Which is very similar to AISI4130 

MS21050 NASM21050 ACCEPT ACCEPT ACCEPT ACCEPT

MS21051 NASM21051 CLARIFY CLARIFY

CLARIFY

Deny  
According to M & P, FE-PL43s is the same as 
AISI4125. Which is very similar to AISI4130 

MS21052 NASM21052 ACCEPT ACCEPT ACCEPT ACCEPT

MS21053 NASM21053 CLARIFY ACCEPT

CLARIFY

to discuss- QPL vs Procurement Specification  
According to M & P, FE-PL43s is the same as 
AISI4125. Which is very similar to AISI4130 

MS21054 NASM21054 ACCEPT ACCEPT ACCEPT ACCEPT
MS21055 NASM21055 ACCEPT ACCEPT ACCEPT ACCEPT
MS21057 NASM21057 ACCEPT ACCEPT ACCEPT ACCEPT
MS21058 NASM21058 ACCEPT ACCEPT ACCEPT ACCEPT

MS21059 NASM21059 CLARIFY ACCEPT

ACCEPT

to discuss -  QPL vs Procurement Specification  
According to M & P, FE-PL43s is the same as 
AISI4125. Which is very similar to AISI4130 

MS21060 NASM21060 ACCEPT ACCEPT ACCEPT ACCEPT

MS21061 NASM21061 CLARIFY ACCEPT

ACCEPT

to discuss- QPL vs Procurement Specification  
According to M & P, FE-PL43s is the same as 
AISI4125. Which is very similar to AISI4130 

MS21062 NASM21062 ACCEPT ACCEPT ACCEPT ACCEPT
MS21063 NASM21063 ACCEPT ACCEPT ACCEPT ACCEPT
MS21065 NASM21065 ACCEPT ACCEPT ACCEPT ACCEPT
MS21069 NASM21069 ACCEPT ACCEPT ACCEPT ACCEPT
MS21070 NASM21070 ACCEPT ACCEPT ACCEPT ACCEPT
MS21071 NASM21071 ACCEPT ACCEPT ACCEPT ACCEPT
MS21072 NASM21072 ACCEPT ACCEPT ACCEPT ACCEPT
MS21073 NASM21073 ACCEPT ACCEPT ACCEPT ACCEPT
MS21074 NASM21074 ACCEPT ACCEPT ACCEPT ACCEPT
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MS21075 NASM21075 ACCEPT ACCEPT ACCEPT ACCEPT

MS21076 NASM21076 ACCEPT
DENY

CLARIFY
to discuss - QPL vs Procurement Specification - 

ACCEPT
MS21084 NASM21084 ACCEPT ACCEPT ACCEPT ACCEPT
MS21086 NASM21086 ACCEPT ACCEPT ACCEPT ACCEPT
MS21087 NASM21087 ACCEPT ACCEPT ACCEPT ACCEPT
MS21209 NASM21209 ACCEPT ACCEPT ACCEPT ACCEPT
MS21225 NASM21225 ACCEPT ACCEPT ACCEPT ACCEPT
MS21244 NASM21244 ACCEPT ACCEPT ACCEPT ACCEPT
MS21250 NASM21250 ACCEPT ACCEPT ACCEPT ACCEPT
MS21266 NASM21266 ACCEPT ACCEPT ACCEPT ACCEPT
MS21299 NASM21299 ACCEPT ACCEPT ACCEPT ACCEPT
MS24665 NASM24665 ACCEPT ACCEPT ACCEPT ACCEPT
MS24692 NASM24692 ACCEPT ACCEPT ACCEPT ACCEPT
MS24693 NASM24693 ACCEPT ACCEPT ACCEPT ACCEPT
MS24694 NASM24694 ACCEPT ACCEPT ACCEPT ACCEPT
MS27576 NASM27576 ACCEPT ACCEPT ACCEPT ACCEPT
MS27975 NASM27975 ACCEPT ACCEPT ACCEPT ACCEPT
MS27980 NASM27980 DENY DENY DENY deny
MS27983 NASM27983 ACCEPT ACCEPT ACCEPT ACCEPT
MS35206 NASM35206 DENY DENY DENY deny
MS35207 NASM35207 DENY DENY DENY deny
MS35756 NASM35756 ACCEPT ACCEPT ACCEPT ACCEPT
MS51939 NASM51939 ACCEPT ACCEPT ACCEPT ACCEPT
MS51958 NASM51958 ACCEPT ACCEPT ACCEPT ACCEPT
MS51959 NASM51959 ACCEPT ACCEPT ACCEPT ACCEPT
MS51964 NASM51964 ACCEPT ACCEPT ACCEPT ACCEPT
MS90353 NASM90353 ACCEPT ACCEPT ACCEPT ACCEPT
MS90354 NASM90354 ACCEPT ACCEPT ACCEPT ACCEPT
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